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GREG BARROW
LiveDo USA, Inc.
4925 LIVEDO DR WILSON NC 27893 USA

Received Date: Sep 11, 2025
Test Date: Sep 11, 2025 - Sep 19, 2025
Report Date: Sep 22, 2025 

 

Item Description LivDry Women Protective Underwear Supplier LiveDo USA Inc.
Client Reference 0032320 Portal Id GCTN013417
Lot # U2 250403 292 EXP 04/28 Inventory Id 8908046
UPC 892684001882 Order No 16012478

 
 
 

Approved By    
DANIEL PROIA    
Client Services Manager II    
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  Criteria LivDry Women Protective Underwear
Method: Total Absorbency and Retention Capacity of Absorbent Products [ISO 11948-1 and NWSP 070.10.R1] 
Dry Weight, Replicate 1 - 107.56 g
Dry Weight, Replicate 2 - 108.12 g
Dry Weight, Replicate 3 - 108.25 g
Dry Weight, Replicate 4 - 108.08 g
Dry Weight, Replicate 5 - 108.88 g
Dry Weight, Average - 108.18 g
Dry Weight, Minimum - 107.56 g
Dry Weight, Maximum - 108.88 g
Total Absorbency, Replicate 1 - 2414.84 g
Total Absorbency, Replicate 2 - 2395.41 g
Total Absorbency, Replicate 3 - 2436.47 g
Total Absorbency, Replicate 4 - 2383.35 g
Total Absorbency, Replicate 5 - 2375.75 g
Total Absorbency, Average - 2401.16 g
Total Absorbency, Minimum - 2375.75 g
Total Absorbency, Maximum - 2436.47 g




